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Odpowiedniki stali Skitad Chemiczny %
Norma
Europejska
10088 PN Polska AISI GOST Rosja DIN Niemcy (o} Si Mn P S N Cr Mo Ni inne
X2CrNi12 0.03 1.0 1.5 0.04 0.015 0.03 10.5-12.5 0.30 - 1.00 I4;<(C)
OH17T 430Ti 08Ch17T X3CrTil7 X6CrTil7  0.05 1.0 1.0 0.04 16.00-18.00
2H13 420 20Ch13 X20Cr13 0.16-0.25 1.0 1.5 0.04 0.015 12.00-14.00
4H13 40ch13 X39Cri3 X38Cri3  0.36-0.42 1.0 1.0 0.04 0.015 12.50-14.50
4H17N 431 20Ch17N2 X17CrNi16-2 0.12-0.22 1.0 1.5 0.04 0.015 15.00-17.00 1.50-2.50
1.4301 OH18N9 304 08Ch18N10 C5CrNi18-10 0.07 1.0 2.0 0.045 0.015 0.011  17.00-19.50 8.00-10.50
1.4305 303 X8CrNiS18-9 0.10 1.0 2.0 0.045  0.15-0.35  0.011  17.00-19.00 8.00-10.00  Cu 1.0
1.4306 OOH18N10 304L 03Ch18N11 X2CrNi19-11 0.03 1.0 2.0 0.045 0.015 0.011  18.00-20.00 10.00-12.00
1.4307 (304L) 0.03 1.0 2.0 0.045 0.015 0.011  17.50-19.50 8.00-10.00
1.4310 1H18N9 301 X10CrNi18-8 0.05-0.15 2.0 2.0 0.045 0.015 0.011  16.00-19.00  0.08 6.00-9.50
1.4401 OH17N12M2T 316 X5CrNiMo17-12-2 0.07 1.0 2.0 0.045 0.015 0.011  16.50-18.50 2.0-2.5  10.00-13.00
o 1.4404 OOH17IM14M2  316L X2CrNiMo17-12-2 0.03 1.0 2.0 0.045 0.015 0.011  16.50-18.50 2.0-2.5  10.00-13.00
c
5 1.4435 316L 03Ch17N14M3 X2CrNiMo18143 0.03 1.0 2.0 0.045 0.015 0.011  17.00-19.00 2.5-3.0  12.50-15.00
-‘E 1.4436 316 X3CrNiMo17-13-3 0.05 1.0 2.0 0.045 0.015 0.011  16.50-18.50 2.5-3.0  10.50-13.00
[7]
i 1.4438 3171 X2CrNiMo18-15-4 0.03 1.0 2.0 0.045 0.015 0.011  17.50-19.50 3.00-4.00 13.00-16.00
T
1.4439 (317LN) X2CrNiMoN17-13-5  0.03 1.0 2.0 0.045 0.015  0.12-0.22 16.50-18.50 4.00-5.00 12.50-14.50
1.4529 Ngggszs XlNich"‘;“NZS‘ZO‘ 0.02 0.5 1.0 0.03 0.01 0.15-0.25 19.00-21.00 6.00-7.00 24.00-26.00 Cu 0.5-1.5
1.4539  OH22N24M4TCU  904L XINICrMoCu25-20-5  0.02 0.7 2.0 0.03 0.01 0.015  19.00-21.00 4.00-5.00 24.00-26.00 Cu 1.2-2.0
OH18N10T 06Ch18N10T g i . )
1.4541 it 321 el X6CNiTi18-10 0.08 1.0 2.0 0.045 0.015 17.00-19.00 9.00-12.00 Ti5xC<0.7
1.4547% 531st54 0.02 0.7 1.0 0.03 0.01 0.18-0.25 19.50-20.50 6.00-7.00 17.50-18.50 Cu 0.5-1.0
1.4550 OH18NI2Nb 347 348 03Ch17N14M3 X6CrNiNb18-10 0.08 1.0 2.0 0.045 0.015 17.00-19.00 9.00-12.00 Nb10xC<1.0
1.4571 H173T 316 Ti 10Ch17N13M2T  X6CrNiMoTii7-12-2  0.08 1.0 2.0 0.045 0.015 16.50-18.50 2.00-2.50 10.50-13.50 Ti5xC<0.7
H18
0.03 1.0 2.0 0.035 0.015 0.20-0.3 24.00-26.00 3.00-4.50  6.00-8.00
X2CrNiMoN22-5-3 0.03 1.0 2.0 0.035 0.015  0.10-0.22 21.00-23.00 2.30-3.50  4.50-6.50
15Ch18SJu X10CrAISi18 0.12 0.7-1.4 1.0 0.040 0.015 17.00-19.00 Al0.7-1.2
X10CrAISi25 0.12 0.7-1.4 1.0 0.040 0.015 23.00-26.00 Al1.2-1.7
H20N1252 20Ch20N1452 X15CrNiSi20-12 0.20 1.5-2.0 2.0 0.045 0.030 0.011  19.00-21.00 11.00-13.00
H25N20S2 314 310 20Ch25N20S2 X15CrNiSi25-21 0.20 1.5-2.5 2.0 0.045 0.030 0.011  24.00-26.00 19.00-22.00
(H23N18) 3108 20Ch23N18 X8CrNi25-21 0.10 1.5 2.0 0.045 0.030 0.011  24.00-26.00 17.00-22.00
B163 X10NiCrAITi32-21 0.12 1.0 2.0 0.045 0.030 19.00-23.00 30.00-34.00 2|°-15‘°-6°
H18N9S 0.045 0.030 17.00-20.00 8.00-11.00

Linstar - Lider w dostawach stali jakosciowej



